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Client name: Treasure Purification Technology (HK) Limited 
Client address: Unit C, 4/F, China Insurance Building, No.48 Cameron Road, Tsim Sha Tsui, 

Kowloon, Hong Kong 
 
Sample name:  TX-5 Nano Catalyst 
Batch No./Date: 20170927 
Manufacturer: Xiamen Treasure Purification Technology Limited 
------------------------------------------------------------------------------------------------------------------------------------ 
The above sample information was submitted and identified by the clients. 
 
SGS job No.: XMCPCH180600501 
SGS reference No.: GZCPCH180602013 
Date of receipt: 2018-06-04 
Testing period: 2018-06-04 ~ 2018-07-05 
 
TEST(S) REQUESTED:  
Selected test(s) as requested by applicant: 
Purificatory effect on formaldehyde 
 
TEST METHOD(S):  
Please refer to next page(s). 
 
TEST RESULT(S): 
Please refer to next page(s). 
 
Remark: The test report is in Chinese and maybe translated into other languages, This Chinese version 
shall prevail. 
 
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested, 
And this document cannot be used for publicity without approval of the Company. 
 
 
 
 
 
Signed for and on behalf of 
SGS-CSTC Standards Technical Services Co., Ltd. Xiamen Branch 
 
 

 ……………………… 
Demi Xu 
Approved Signatory 
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TEST RESULT(S): 

Test item(s) 
Contact 

time 
Test method 

(Reference to) 

Concentration of 
blank Test 
chamber

（mg/m3） 

Concentration of 
sample Test 

chamber

（mg/m3） 

Test Result 
(%) 

Purificatory effect 
on formaldehyde* 

24h QB/T 2761-2006 1.11 0.07 93.7 

 
Remark: 
1) * Test was carried out by external laboratory assessed as competent. 
2)  The test report shall only be used for clients’ scientific research, teaching, internal quality control, 
product research and development, etc… and just for internal reference. 
 
 
SAMPLE DESCRIPTION: Sample in bottle 
 

   
 

*** End of Report *** 
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