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TEST REPORT
By oln R L2 A REMWS 2017000640-2 b
Sample Name TX-5 Nano Catalyst Report Ne.
FEamdtt s 201701 MM AR:  2017-1-18 & 2017-2-8
Sample Lot Ne./Batch Ne: Testing Period  18-Jan to  8-Feb
ERLEIDYE p/ RN YL R R R 1000mL
Sample Appearance: Colorless liquid Quantity Received
g IR RIEZ S
Test Results
45 R Result ﬁmﬁ%ﬁét"f:
il U B A3 e
ARE Rk TBONFERZANETE | Rate of decline B
Item 0 h after the sample was | 24 h after the sample was | under the test Method
put in (mg/m’) put in (mg/m°) condition(%)
x ZFIC/T 1074-2008
Benzene e 0.17 1.8 Reference to JC/T1074-2008
(LLFZR)
(End of report)

% |1 B IC/T 10742008, E1m’HI% AR T EAN—TERIE, ERH24hE R,
With reference to JC/T1074-2008, inject a certain number of benzene, then determinate the
concentration before and after treated by the sample 24h.

Note | PAL&5 AP 4317 Results in this report are calculated without deduction of the blank .
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MEMT:  2017000640-2 b
Report Ne. : :
Al v, | e [ [P iR N _C E: \
Submitted Samplig ;
Test Type: by CusmmerD t():y Otur D Insitu Testing ~ Air Temperature: i & Humidity
enter

d: BUF I E gt R e I S
Annotate:The Following Items Shall be Filled if Sampling by Our Center is Selected

iR TR \ ZA L E \
Recording Sheet No. for Sampling: Batch Quantity Tested:
IR H 3 X ‘s % 'H N.H THEURE &
Sampling Date: Quantity Sampled:
TR R \ £r=HM: \ £\ H
Sampling Place: Manufacture Date:
= B

Declaration
D) |ELAPORBANEERELY, BRHEIA. FZA HEAZFEK.
Test report is invalid without official seal and signatures. ‘_'__,-;,-“‘
2) AR5 AR 5 R SO S R =" \
Test report is invalid if being altered, supplemented or deleted. ooy 3
3) REAFPLPHMAEABTIH S BHIARE, LHMEHIFRS. x /

j

Without the prior written approval of the Iaboratory, test report shall not be reproduced exceptln
full.

4) MIERAE A, FMERHEETER, PO HELEMATR.

For the sample(s) submitted by customer, the sample information in test report is declared by
customer, and the laboratory is not responsible for its authenticity.

5) XMERAFE A, BIRE DR T

For the sample(s) submitted by customer, test report is responsible only for the sample(s) tested.
6) REAFLFAE, ZEATABEBFERERE FHERBITALELL,

Without the consent of the laboratory, customer shall not presume to use the test result(s) in this
report for improper propaganda.

N EXNEREEFNL NTWREREFISHARARPORE, @B R NERE
Any disagreemnets of the test report should be fed back to us within 15 days upon receiving the
report. After 15 days, the test report is considered as accepted by the customer.
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